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Page 01/02
1. Tén miu : GO NHUA AUSTNAM - AUW
Name of sample (AUSTNAM WOOD PLASTIC COMPOSITE)
2. 86 lugng mau : 01 [06 tf“im 6 16 rong/ hollow sheets - (2205 x 140 x 24) mm +
Quantity 02 tam dac/ solid sheets - (1100 x 140 x 24) mm]

3. Ngay nhan mau :19/01/2018
Date of receiving

4. Thoi gian thir nghiém : 20/01/2018 - 28/02/2018

Testing duration
5. Noi giri miu : CONG TY CO PHAN AUSTNAM
Customer V2A ting 3, CT4 Vimeco, Ciu Gidy, Ha Nji

6. Két qua thir nghiém  : xem trang/ see page 02/02
Test results

P. TRUONG PTN XAY DUNG TL. GIAM POC
DEPUTY HEAD OF CIVIL PP. DIRECTOR
ENGINEERING TESTING LAB.

gl

Tran Huynh Chwong

1. Céc két qua thir nghiém ghi trong phleu nay chi ¢ gid i dGi vai n]1l| do khéich Iﬁng bm dén./ Test results are valid for the namely submitted sample(s) only. , .

2. Khong dige trich sao mdt philn phuu k&t qui thit nghiém niy néu khong c6 sy ddng ¥ bing van bin ca Trung tim Ky thuit 3. NfA: khang fp dung.
This Test Report shall not be reproduced, except in full, without the written approval of Quatest 3.

3. Tén mily, tén khiich hang duge ghi theo yéu clu cla noi glii miu/ Name of sample and customer are written as custonier’s request,

4. Pd khong dim bio do mé rong wde lugng duge tinh véi k = 2, mic tin ciy 95 %. Khich hing cé thé lién hé theo dja chi dudi d& biét thém thdng tin.
Estimated expanded uncertainty of measurenient with k = 2, at 95 % confidence Inui Please contact Quatest 3 at the below address for further information.

Head Office: 49 Pasteur, Q1, H6 Chi Minh Cily, VlET NAM Tel: (84-28) 38294274 Fax: (84-28) 38293012 Website: www.quatest3.com.vn
Testing: 7 Road 1, Bién Hoa 1 Industrial Zone, Pong Nai Tel: (84-251) 383 6212 Fax: (84-251) 3836298 E-mail: tn-cskh@quatest3.com.vn

LAn sita ddi: 0 BHI10 (12/2016) MO03/1 - TTTN09

Not applicable
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6. Két qua thur nghiém/ Test result (¥ IHUA w
Tén chi ti€u Phuong phép thfr ® ﬁ@'i“ Jem
Characteristic Test method ”M Wﬂﬁ ﬁ

o Thir nghi¢m vit liéu/ Material testing
6.1. Khdi luong thé tich/ Density, kg/m’
6.2. Cudng dd udn (tdm dic), MPa
Flexural strength (solid sheet)
6.3. Cuong do chiu kéo/ Tensile strength, MPa

Thir nghiém san phidm/ Product testing

6.1. Do hat nude (24 h), %
Water absorption

6.2. D{”) Am/ Moisture content, %

6.3. Cudng d udn (tdm c6 15 rdng), MPa
Flexural strength (hollow sheet)

6.4. Kich thudc co ban/ Dimensions,

o Chiudai / Length
o Chiéu rong / Width
o Chidu day / Thickness
6.5. Kha nang chéng 16n/ Residual Indentation, mm
6.6. Po khang bam bn, clp/ rating
Resistance to staining
e Kem danh ring/ Toothpaste
e Caphé/ Coffee
e Sodium hydroxide 25 % (*/y)
6.7. Chéng chéy do thudc 14,
Resistance to cigarelte burns

clp/ rating

6.8. Ham lugng formaldehyde, mg/L
Formaldehyde content
6.9. Bj truong nd chiéu day trong 24h, %
Thickness swelling after 24h partial
immersion in water
o Theo chidu dai/ by length, mm
e Theo chiéu rong/ by width, mm

6.10. Do thay dbi kich thudce khi thay ddi do dm, mm
Dimensional variations
e Chiéu doc/ Longitudinal direction
o Chiéu ngang/ Transverse direction

ASTM D 792 - 13
ISO 178 : 2010

ASTM D 638 - 14

ASTM D 570 — 98
(2010)
BS EN 322 : 1993
(1999)
1SO 178 : 2010

BS EN
13329 :2016

ISO 24343-1 : 2007

BS EN
438 -2 :2016

BS EN
438 -2:2005
BS EN 120 : 1992

BS EN
13329 : 2006
Annex G

BS EN 13329
2016 Annex C

Nho hon/ Less than 0,1
Nho hon/ Less than 0,1

23,4

2205
140
24,1
0,02

(b)
(©)
(b)
(a)

Nho hon/ Less than 1,5

0,1

0,1

Nho hon/ Less than 0,1
N/A

Ghi chl/ Note:

(a): Loai/ Rating 4: Thay doi nhe 16p son bong (& mdt sb gée nhin nhét dinh), hogic xuét hién vét chay
xém mao/ Slight change of gloss (only visible at certain viewing angles) and/ or slight brown stain

(b): Loai/ Rating 4: Thay ddi nhe 16p son béng, hofic mau séc (& mdt s6 goe nhin nhét dinh)
Slight change of gloss and/ or color (only visible at certain viewing angles)

(c): Loai/ Rating 5: Khong c6 thay ddi quan sat dugc/ No visible change

c-/(/
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u“ATEST 3® Head Office; 49 Pasteur, Q1, Hd Chi Minh City, VIET NAM Tel: (84-28) 3829 4274 Fax: (84-28) 3829 3012 www.quatestd.com.vn
Testing: 7 Road 1, Bién Hda 1 Industrial Zone, Pong Nai ~ Tel: (84-251) 383 6212 Fax: (84-251) 383 6298  tn-cskh@quatest3.com.vn
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